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CUSTOMER klI%MlNAM SPA VIA GHIAROLA NUOVA 258 - 41042 - FIORANO MODENESE
MATERIAL and/o SAMPLE to be tested LAMINATED PORCELAIN:

Denomination LAMINAM 7:

Date of sample reception 18/01/2010:

Kind of test executed Determination of Flexion Resistance

Referring standards UNI EN ISO 10545/4-00

Shifting from standards Tested ceramic tiles attached

Equipment Crometro CRAB 424 cod. MCP C17 Calibro Mitutoyo cod. MCP M44

Calibration

Subcontracted phases No one

Sampling made by Customer

The test results showing in this Report are only referred to the sample taken by our staff or supplied by the Customer. He commits himself to reproduce
integrally this document. Partial reproduction is forbidden,

The times of retain of the samples was indicated in “Pratiche Operative Standard” and in “Manuale Qualita”.

Beginning date : 25/01/2010 Analysis ending date : 26/01/2010
DETERMINATION OF FLEXION RESISTANCE

SAMPLE : Ceramic tiles, size cm. 20x30 and marked « LAMINAM 7 »

The test has been performed applying a load on three points, with the central load to contact with the centre
line of the does superior of the tile.

53 EXPERIMENTAL CONDITIONS
e d (switches diameter) mm 20
» t (depth of switches covering) mm S
o | (distance between bearing surface and the lip of tile) mm : 10
e L (distance between bearing surface) mm . 280
RESULTS
Parametro r:e':;lf:e
Tile n° 1 2 3 4 5 6 7
Breaking load F N 1120 | 1134 1348 1304 1030 1200 1247
Breaking strenght S N 1568 1588 1887 1826 1442 1680 1677
Modulus of rupture R N/mm? 52,4 51,5 61,2 57,5 46,8 52,9 56,6
¢ Breaking load F average N : 1198
e Breaking strenght S average N 1677

Modulus of rupture R average N/mm? : 54,1

REQUIREMENTS
( Norm EN 14411 Annex G)

Modulus of rupture R average N/mm? : > 35 N/mm? no applicable with breaking strengh7 foo N.
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