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concerning ceramic tiles

Requestedby: ~ LAMINAM S.p.A. — Via Ghiarola Nuové. 258 — 41042 FIORANO MODENESE (MO)

On (date): 21/05/07

marked:

For the sample. | glazed ceramic slabs marked “SKETCH NERO = 1 x 3 m x 3 mm”.

ASTM C 1028-2006 - Determination of static coefficient of friction

This test method covers the measurement of static slip resistance of ceramic tile or
other like surfaces under both wet and dry conditions while utilizing Neolite heel

assemblies.
PROCEDURE:

Slider material: Neolite

Load applied to slider (Kg): 22.7
Results

Test condition of the surface Average coefficient of friction:(u)
Dry — as received 0,83

Dry — after cleaning 0,85

Wet (saturated with distilled water) — as received 0,68

Wet (saturated with distilled water) — after cleaning 0,69

Consorzio universitario per la gestione del
«Centro di ricerca e sperimentazione per
l'industria ceramicax».

D.P.R. 10-4-1978 n. 806

(G.U. 20-12-1978 n. 353)

Laboratorio autorizzato ad effettuare il
servizio di rilevamento dell'inquinamento
atmoslerico.

Decreto MINISTERO SANITA 10-8-1974
(G.U. 14-9-1974 n. 240)

Laboratorio iscritto nell'albo dei «Labcratori Esterni Membro ASTM
Pubblici e Privati Altamente Qualificati».
American Society for
Decreto MINISTERO RICERCA SCIENTIFICA 6-6-1983 Testing and Materials.

(G.U. 6-7-1983 n. 183)
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